. . ilaeim N o Report number:
Konto Acoustics 30 mm, no air gap /,//_/A“\T\ %E & 17-202-M7
SOUND ABSORPTION COEFFICIENT ACCORDING TO ISO 354 AND ISO 11654 it - ?ITMM Date
Measurement of sound absorption coefficient in a reverberation room Froming 2017-11-03
Frequency Sound absorption Client: Konto Oy Reverberation room volume: 200 m®
f coefficient Manufacturer: Konto Oy Temperature: 17.0°C (empty: 17.0°C)
[Hz] o o ; ity 0 . 0
! Product identification: Konto Acoustics Air humidity: 70%  (empty:  71%)
Air pressure: 99.6 kPa (empty: 99.6 kPa
50 0.00 P _ 2 (empty )
63 0.02 0.05 Description of test specimen: Thickness 30 mm. Size of specimen: 10m
Type A mounting.
80 0.07
Measurement date: 2017-08-17
100 0.07 .
Measured by: Carl Nyqgvist
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